
Cement Duration Chart

Mixing Working Setting

HY-Bond Cement

Polycarboxylate within 60 sec 3 min  
start of mixing

6 min  
end of mixing

Polycarboxylate  
Temporary

within 60 sec  
until homogenous

- 5 min  
end of mixing

Zinc Oxide Eugenol 
Temporary

within 60 sec
2 min  

end of mixing until 
crown is seated

5 min  
end of mixing

Zinc Phosphate within 60 sec 3 min/30 sec  
start of mixing

6 min/30 sec  
end of mixing

ResiGlass 10 sec 3 min/30 sec  
start of mixing

7 min  
end of mixing

GlasIonomer Cement

Base not to exceed 30 sec 2 min/30 sec  
start of mixing

4 min  
end of mixing

CoreShade not to exceed 30 sec 2 min/50 sec  
start of mixing

4 min  
end of mixing

CX-Plus 30 sec 3 min/30 sec  
start of mixing

3 min/45 sec  
end of mixing

CX-Plus Capsules 10 sec 3 min/10 sec  
start of mixing

4 min/10 sec  
end of mixing
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